TEST CERTIFICATE
BT-10-09-09-01

Test product : laminate flooring covering with directly pressed surface

AEE L - B S ENER

Customer : Kronoflooring GmbH Lampertswalde

Ea= Muhlbacher Str. 1
01561 Lampertswalde, Germany

Order No. : 127088
STEESERE © 127088

Order : Test of the resistance of floorings against bacterial

STEL ¢ SRR

Standard : JISZ 2801 (2000)
3 : J1SZ 2801 (2000)

Test strains : Escherichia coil DSM 1576
sbaE M - KRR DSM 1576

Reference material : foil from polyethylene
By SR g oot

Base : test report 127088, 2007/10/01
A : HIERER2: 127088 2007/10/01



Results : Test strains antibacterial activity
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Staphylococcus aureus 2.6
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Escherichia coil 2.1
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UT average of the common logarithm of the number of viable bacterial
from the reference samples after 24
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average of the common logarithm of the number of viable bacterial
from the test samples after 24
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laminate flooring covering with directly pressed surface, significant
antibacterial properties were detected.
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